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Supplier Responsibilities:
· Monitor the list to ensure you have the correct document revision

· Contact your buyer, via email, if you do not have the correct document revision

· Contact your buyer, via email, if you notice errors or omissions 

	Document

Number
	Document Title
	Revision

	AS000062
	Requirements on orbital forming process at hub units; Inner rings below the orbital formed head; Measuring, Inspection, Documentation
	2011-08-05

	AS1.006/STR
	Confined Space Entry Program
	03

	AS1.008/STR
	Smoking Guideline
	04

	AS1.020/STR
	Facility Access Program
	05

	AS1.134/STR
	Lockout Guideline Working With Live Equipment
	01

	AS1.501/Strat
	Silica Control Program
	03

	AS1.701/STR
	Emergency Response
	05

	Environmental Protection & Safety Manual
	Policies and Procedures of FAG to Ensure Minimal Impact on Environment
	06

	FGB1.607/CDN
	Respirator Control Program
	9901

	FGB1.701/STR
	Protection of Human Rights, Workplace Violence and Workplace Harassment
	03

	FPF3.001AA
	Month Codes and Outsourced Manufacturing Location Codes For Waterpump Spindles
	9801

	FPL1.001A/CDN
	Seamless Cold-Manufactured Precision Tubes Made of DIN 100Cr6 Bearing Steel
	9505

	FPL1.001B/CDN
	Seamless Cold-Manufactured Precision Tubes Made of DIN 100CrMn6 Bearing Steel
	9604

	FPL1.022A/CDN
	Annealed Cold Finished Bars Made of SAE 1070 Bearing Steel
	9704

	FPL1.203/CDN
	Spheroidize Annealed, Cold Finish Bars made of Through Hardening Bearing Steel, DIN 100Cr6 (SAE52100)
	0002

	FPL8.001/CDN
	Annealed SAE 1070M Forgings for Third Generation Wheel Bearings
	01

	FPL8.002/CDN
	SAE 1055 Forgings for Third Generation Wheel Bearings
	01

	FPL9.026/CDN
	Electrolytic Zinc Plating With Chromate Coating
	9901


Carbonitriding Case Hardening Heat Treatment of Bearing Rings Made From DIN 100CR6 Steel

	
	2009-03-06
	

	FPV6.044/STR
	Receiving Supplier Shipments (Excluding Steel Bar Stock)
	2011-05-17

	FQV1.031/CDN
	Evaluation of Crown Drop on Rollers
	9801

	H97(#)
	Special requirements on products for shipment to customer Stihl; Customer specific requirement
	2011-04-06

	L12
	SRI Grease #2
	3

	L145
	Grease, High Temperature-Anti-Friction (Lithium Hydroxy Type)
	3

	M26
	Crack Inspection of Balls for Own Requirements in Wheel Bearings
	9208

	MT 2-1
	SAE 52100 Carbon-Chromium Steel Barstock
	5

	MT 4-2
	AISI 440C Stainless Steel Barstock
	2

	MT 7-2
	25% Short Glass Fibers-Organic Heat Stabilizers
	4

	MT 7-6
	Material Specification – Hot Melt Adhesive
	1

	PA2.007
	Organization of In-plant Testing and Controlling of Washing Petroleum, Honing Oil and Anticorrosion Oil
	9601

	PA4.022D
	Standard Production Procedures for Case Hardening Material
	8703

	PF3.012
	Preservation of Rolling Bearings, Rolling Elements and Components
	03

	PF4.020W
	Waviness on Raceways of Inner and Outer Rings
	05

	PF4.038
	Installation of Positive Lock Waterpump Bearing Seals
	0002

	PL1.021
	Heat Treatment Steel SAE 1070M, Bar or Billet
	02

	PL1.305
	Case-Hardening Steel, Billets and Round Bars
	2007-07-11

	PL1.905I
	Heat-Treatment Steel SAE 1070M
	02

	PL1.905M
	Chemical Composition of Bearing Grade SAE 1070 Carbon Steel
	03

	PL3.100
	Polyamide, Granulate
	2007-03-30

	PL3.107
	Polyphthalamide (PPA), Granule
	2007-01-24

	PL7.300A
	Flanges Made of Surface Hardening Bearing Steel
	2008-04-16

	PL8.016
	Strut Bearing Balls
	04

	PL8.027
	Rotary Shaft Seals (WDR)
	9202

	PL8.033
	Snap Rings
	03

	PL8.043
	Ready to Mount Needle Rollers
	9202

	PL8.045
	Ready to Mount Tapered Rollers Made of Silicon Nitride
	01

	PL8.100
	Plastic Parts Made of Polyamide 66
	2008-01-15

	PL8.101
	Parts Made of PEEK
	9202

	PL8.107
	Plastic Parts Made of Polyphthalamide (PPA)
	9702

	PL8.120Z
	Tolerances for Seals
	9403

	PL8.250CH
	Unirex N3, Rolling Bearing Grease.  Co. Esso Manufacturing, Hamburg, Germany
	9402

	PL8.250NA
	Paragon EP 2 LF Rolling Bearing Grease DEA Mineraloel AG Germany
	9701

	PL8.260
	Preservation Oils Base Guideline
	9401

	PL9.037
	Products Machined Before Hardening and Finally Heat Treated
	9502

	PV2.003A
	Crackfree Parts by Machining
	02

	QP4.113
	Basic Inspection Plan for the In-process Inspection of Preservatives (Anti-Corrosion Oils)
	05

	QP6.101A
	Basic Inspection Plan for Washing Petroleum
	8606

	QV1.112
	Measuring the Radial Runout
	8902

	QV1.122B
	Determination of the Longitudinal Waviness of Cold Manufactured Tubes
	9102

	QV1.143
	Rotation Test of Rolling Bearing Cages
	9102

	QV2.128
	Aging Behaviour of Honing Oils (Simple Quick Method:120øC,24H)
	8901

	QV2.131
	Viscosity Determination With the Haake VT Viscosity Tester 180 or 181
	9001

	QV2.133
	Infrared Analysis of Rubber Parts
	9002

	QV3.106
	Determination of the Water Content of Plastic Parts
	9001

	QV5.117B
	Eddy Current Inspection of Balls, Aviko E
	9201

	QV5.134
	Microscopic Inspection of the Hardened Structure of AISI 440C Stainless Steel Waterpump Bearing Spindles
	9901

	QV7.101
	Dimensional Inspection of Sealing Elements, Index
	9201

	QV7.102
	Inspection of Elastomer
	9201

	QV7.105
	Tapered Roller Cages; Height Test, Pocket Size, Free Rolling
	02

	S100101-2
	Designation for Products; Designation Rules Basics; Numeric Code
	2009-01-26

	S100101-4
	Material designation rules for R- parts and L- parts; Basic principles; Numeric Code
	2009-08-17

	S103020-6
	Moldings of elastomers and thermoplastics; Indication of manufacturer number for purchased products; Marking of products
	2011-07-25

	S103020-7
	Manufacturer codes; Purchase of rolling bearings; Marking of products
	2011-04-13

	S103110-1
	Cylindrical Roller, Bearing Roller; Design; Rolling bearing components
	2008-08-25

	S103115-20
	Balls made from through-hardening rolling bearing steel;   Design for in-house production and technical delivery conditions - Rolling bearing parts
	2010-03-31

	S103115-21
	SV balls made of 100Cr6 high for high-load bearings; Design for in-house production and purchasing (Technical delivery conditions); Rolling bearing parts
	2010-03-31

	S103115-22
	Bearing balls made of silicon nitride; Design and technical delivery conditions; Rolling bearing parts
	2011-01-17

	S103115-23
	SP balls made from through-hardening rolling bearing steel for noise-sensitive ball bearing applications; Design for in-house production and purchasing (technical delivery conditions); Technical delivery condition - Rolling bearing parts
	2010-03-19

	S103458
	Elastomer moldings; Seals; Technical delivery conditions
	2010-02-11

	S103461
	Flange bearing components made from through-hardening rolling bearing steel 100Cr6, 100Cr6A, 100CrMnSi6-4, 100CrMnSi6-4A Semi-finished part, Intermediate processed part
	2008-09-10

	S130000
	Rolling bearing steel 100Cr6; Standard quality; Technical delivery conditions – Steel and iron
	2011-09-26

	S130024
	Rolling bearing steel 100CrMnSi6-4; Standard quality; Technical delivery conditions – Steel and iron
	2011-11-04

	S130025
	Rolling bearing steel 100CrMnMoSi8-4-6; Standard quality; Technical delivery conditions-steel and iron
	2011-08-22

	S130031
	Low-carbon steel DC03; Technical delivery conditions – Steel and iron
	2008-02-04

	S130033
	Rolling bearing steel 100CrMo7-3; Standard quality; Technical delivery conditions – Steel and iron
	2011-08-12

	S130034
	Rolling bearing steel 100CrMo7; Standard quality; Delivery conditions – steel and iron
	2011-09-27

	S130050
	Rolling bearing steels 100Cr6A and 100Cr6D; Premium qualities; Technical delivery conditions – Steel and iron
	2011-08-19

	S130051
	Rolling bearing steels VE100Cr6 and ESU100Cr6; Special qualities; Technical delivery conditions – Steel and iron
	2009-11-17

	S130052
	Rolling bearing steel 100CrMnSi6-4A; Premium quality; Technical delivery conditions – Steel and iron
	2011-08-19

	S130107
	Rolling bearing steel C56E2; Induction hardening; Technical delivery conditions – Steel and iron
	2009-12-07

	S130108
	Rolling bearing steel C56E2M; Induction hardening, with increased proof strength; Technical delivery conditions – Steel and iron
	2008-12-03

	S130109
	Rolling bearing steel Cf54; Induction hardening; Technical delivery conditions – Steel and iron
	2009-12-07

	S130122
	Rolling bearing steel 100CrMnSi8; Standard quality; Technical delivery conditions – Steel and iron
	2011-09-27

	S130123
	Rolling bearing steels VE100CrMnSi8 and ESU100CrMnSi8; Special qualities; Technical delivery conditions – Steel and iron
	2008-11-17

	S130195
	Rolling bearing steel 100CrMo7A; Premium quality; Technical delivery conditions - Steel and iron
	2011-08-12

	S130197
	Rolling bearing steel 100CrMnMoSi8-4-6A; Premium quality; Technical delivery conditions - Steel and iron
	2011-08-12

	S131302
	Acrylonitrile-butadiene elastomer (NBR); NBR 70 - Sealing elements for water pump bearings; Technical delivery conditions - Elastomers
	2007-02-02

	S131302-1
	Acrylonitrile-butadiene elastomer (NBR); NBR 75 – Sealing elements for water pump bearings; Technical delivery conditions – Elastomers
	2007-02-02

	S131303-1
	NBR 70 – Cartridge type seals for rolling bearings; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions – Elastomers
	2007-10-02

	S131309
	NBR 70 - Extruded sealing profiles; Acrylonitrile-butadiene-elastomer (NBR); Technical delivery conditions - Elastomers
	2008-02-29

	S131309-1
	NBR 75 – Extruded sealing profiles; Acrylonitrile-butadiene-elastomer (NBR); Technical delivery conditions – Elastomers
	2008-02-29

	S131321
	FKM 70 – Fluorocarbon elastomer; Standard sealing elements for rolling bearings; Technical delivery conditions – Elastomers
	2007-02-05

	S131504-35
	NBR70 - AS-65H-TDF, supplier Uchiyama - Material specification; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions - Elastomers
	2009-01-23

	S131504-37
	NBR 70 – AS-65H-1, supplier Uchiyama – Material specification; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions – Elastomers
	2008-02-13

	S131504-43
	NBR 70 – NT752-1, supplier Uchiyama – Material specification; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions – Elastomers
	2008-02-13

	S131504-44
	NBR 70 – NT790, supplier Uchiyama – Material specification; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions – Elastomers
	2008-02-13

	S131504-83
	NBR 70 – A049, supplier Freudenberg-NOK, material specification; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions – Elastomers
	2008-08-05

	S131504-85
	NBR 70 – NT742, supplier Uchiyama – material specification; Acrylonitrile-butadiene elastomer (NBR); Technical delivery conditions – Elastomers
	2008-09-26

	S131504-118
	NBR 70 - N709T-TDF, supplier Uchiyama - Material specification; Acrylonitrile butadiene elastomer (NBR); Technical delivery conditions - Elastomers
	2011-09-20

	S131504-119
	NBR 70 - N709-TDF, supplier Uchiyama -  Material specification; Acrylonitrile butadiene elastomer (NBR); Technical delivery conditions - Elastomers
	2011-09-20

	S131514-2
	HNBR 70 – 70102, supplier Kaco – material specification; Hydrogenated acrylonitrile-butadiene elastomer (HNBR); Technical delivery conditions – Elastomers

	2007-10-01

	S131514-11
	HNBR 70 – J701, supplier Uchiyama – material specification; Hydrogenated acrylonitrile-butadiene elastomer (HNBR); Technical delivery conditions – Elastomers
	2008-02-13

	S131514-24
	HNBR 70 - J701-DF, supplier Uchiyama - Material specification; Hydrogenated acrylonitrile butadiene elastomer (HNBR); Technical delivery conditions
	2011-09-20

	S131514-19
	HNBR 70 - H7007, supplier Trelleborg Sealing Solutions - Material specification; Hydrogenated acrylonitrile butadiene elastomer (HNBR); Technical delivery conditions
	2011-02-23

	S131524-8
	FKM 70 – 7366, Supplier RFT – Material specification;- Fluorocarbon elastomer (FKM); Technical delivery conditions – Elastomers
	2007-10-01

	S132115
	Designation for lubricating greases; Material for production
	2010-07-13

	S132120-197
	Grease Petamo GY 193 (L197); Material requirements; Technical delivery conditions - Production supplies
	2008-12-15

	S132120-198
	Grease Petamo GHY 133 N (L198); Material requirements; Technical delivery conditions - Production supplies
	2010-06-30

	S132120-237
	Grease 094081 Asonic HQ72-102 (L237); Material requirements; Technical delivery conditions - Production supplies
	2008-12-15

	S132120-250
	Grease Thermoplex 2 HPL (L250); Material requirements; Technical delivery conditions - Production supplies
	2010-08-19

	S132201-1
	Corrosion protection for products; General information on anti-corrosion agents; Corrosion protection
	2009-02-16

	S132201-2
	Overview of "Types of anti-corrosion agents“; Corrosion protection for products; Corrosion protection
	2010-07-27

	S132201-3
	Final anti-corrosion agents KA; Corrosion protection
	2011-08-18

	S132201-4
	Intermediate anti-corrosion agents KB; Corrosion protection for products; Corrosion protection
	2009-11-24

	S132201-5
	Special anti-corrosion agents KC; Corrosion protection for products; Corrosion protection
	2009-11-24

	S132201-6
	Other anti-corrosion agents KD to KW; Corrosion protection for products; Corrosion protection
	2009-11-24

	S132303-1
	Range of services for coolant lubricants miscible with water; Use in central plants; Technical delivery conditions
	2008-07-17

	S133100-1
	Hardening of components made from through-hardening roller bearing steel; Martensitic through-hardened; Heat treatment instruction (WBA)
	2011-09-19

	S133100-3
	Martensitic hardening of components for increased toughness; made from trough hardening rolling bearing steel 100CrMnSi6-4; Heat treatment instruction (WBA)
	2011-09-19

	S133102-1
	Austempering of rolling bearing components; made from through-hardening rolling bearing steels; Heat treatment instruction (WBA)
	2011-09-09

	S241002-2
	Inspection and measurement of pressed-in enveloping circles using measuring studs; Enveloping circle measurement
	2006-10-17

	S241002-4
	Measurement of pressed-in enveloping circles using spreading mandrels; Enveloping circle measurement
	2006-10-17

	S241006
	Waviness checking on profiles
	2005-06-01

	S241007
	Noise testing of rolling bearings; Basics
	2010-08-09

	S241007-1
	Noise testing of rolling bearings using structure-borne noise
	2010-08-09

	S241007-11
	Speed-proportional structure-borne noise testing of rolling bearings in µm/s
	2010-08-09

	S243010
	Residual magnetism; Magnetic residual field
	2008-01-15

	S250001-2
	Visual and sensory assessment of liquids as part of the goods inwards and sample inspection
	2005-12-01

	S250006-1
	Separation value of machining-, anticorrosion- and washing emulsions; Operating instructions and laboratory specifications
	2006-10-24

	S250006-2
	Oil content of watermixed coolants measured by evaporation; Operating instructions and laboratory specifications
	2006-04-26

	S250011-1
	Determining total hardness by means of complexometric titration; Operating instructions and laboratory specification
	2005-11-07

	S250020
	Determining the residual Contamination in liquid Operating and Process Materials
	2007-04-02

	S250029-1
	Visual assessment of the quantity of solid foreign bodies in organic cleaners and organic machining media
	2008-02-25

	S250058-1
	Determining the oil content of organic cleaners using vacuum distillation
	2007-04-27

	S250063-1
	Sampling of liquid operating media; Operating instruction and laboratory specification
	2007-02-27

	S252001-1
	Standard cleanliness classes for products manufactured and purchased by Schaeffler Group
	2010-08-16

	S252011
	General Procedure for Cleanliness Testing
	2008-10-07

	S252012-1
	Cleanliness classes of rotationally symmetrical rolling bearings and their components in a non-greased condition
	2010-09-07



	S259004-2
	Inspection characteristics and inspection scope; Goods inwards inspection for lubricating greases with L numbers
	2007-03-23

	S259014-1
	Solid matter in rolling bearing grease, visual inspection
	2007-03-23

	S259015-1
	Characteristrics of lubricating greases
	2007-03-23

	S261010
	Standard series for Carbide size
	2005-05-20

	S266010
	Hardness testing
	2009-12-15

	S266011-1
	Microscopic inspection of the porosity In steels
	2006-02-14

	S266012-2
	Ultrasonic testing of tubes
	2006-02-14

	S266012-3
	Blue fracture test
	2006-02-14

	S266012-4
	Step-down-test
	2006-02-14

	S266012-5
	Hardness fracture test; Macroscopic inclusions
	2006-05-04

	S266012-6
	Ultrasonic testing of strip material
	2009-11-11

	S266013
	Determination of retained austenite
	2006-07-12

	S266017-3
	Determining the roller fracture load
	2008-09-25

	S266019-1-1
	Picture series for conventional martensitic heat treatment, tempered at approx. 180°C or approx. 230°C
	2008-08-07

	S266019-1-2
	Picture series for bainitic heat treatment, tempered
	2008-08-07

	S266019-1-4
	Picture series for induction heat treatment, tempered initial condition GKZ (annealed to spheroidal cementite)
	2008-08-07

	S266019-2-2
	Picture series for C35, C45, C56E2 and comparable qualities, induction hardened, tempered
	2008-08-07

	S266019-2-3
	Picture series for 42CrMo4, 50CrMo4 and comparable qualities, induction surface layer hardened
	2008-08-07

	S266019-3-1
	Picture series for case hardening
	2008-08-07

	S266019-4-1
	Picture series for extremely fine lamellar pearlite quota (previously referred to as troostite)
	2008-08-07

	S266035
	Inspecting the work-hardening of hardened steel balls
	2008-11-18

	S296001
	Quality Assurance Agreement with Suppliers
	2008-11-11

	US1.102
	Chemical Storage
	03

	US1.709
	Communication Regarding Environmental Issues
	04

	US1.724
	Chemical Procurement Control Program
	02

	W21#
	Heat Treat of Parts Made of Steel 1.3505 (SAE52100) and 1.3520
	04

	W22
	Standard Heat Treatment of Rings and Washers Made from Rolling Bearing Steel SAE52100 (mod1) and German DIN steels
	05

	W71(##)
	Case hardening of rolling bearing parts; Material and heat treatment.
	2011-05-23

	W134#
	Induction heat treatment of flanged bearings
	2009-01-19

	W211#
	Bearing Parts With Particular Requirements of Intermediate, Manufacturing States (Grain Flow)
	2007-09-24

	W220#
	Bearings or Parts Made From Steel 1.3520 (100cRmN6) with an Increased Ductillity
	02

	W227
	Through Hardening of AISI 440C Stainless Steel Waterpump Bearing Spindles
	9901

	W240#(#)
	Bearings and parts made from 100Cr6, 100CrMnSi6-4, 100CrMnMoSi8-4-6, 100CrMo7-3 and C56E2 with increased requirements; Rings, washers, flanges and rolling elements with improved; Material and heat treatment
	2011-08-17


